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APPROVALS j 

PRQDUCHIG PL~NTS: 

5/H)'' !·.{OBILE HOME 
~'!PSW.I BOARD 

Long Beach, Antioch, Seattle 
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CANCELS: B-lA 
DATE: 2/J/76 

This product is used in mobile homes. It may be vinyl laminated, printed by 
others, used as a b2cker board lor ceilings, or in heater closets. It will be 
applied with st~.,_ples end glue. 

CORE FO!ll.ffiLA: Pounds per MSF 

Board Stucco 

Paper Fiber 

Glass Fiber 

starch 

Foaming Agent 

Lignin - Dry Powder 

- Liquid 

. End Trim 

Potassium Sulfate 

PAPER LINERS: 

(S-1) 

(1:1-G-1) 

( B-G-1) 

(R:,l-B-11) 

(B-:-G-1) 

(B-G-1) 

( B-G-1) 

(B-G-1) 

(B-G-1) 

Grade 7001 mBnila face pcper 
Grade 7002 grayback poper 

850 - 1000 

6- 10 

lt - 2 

6 - 8 

0.2 - 0.7 

1 - 2 

2 - 4 

15 - 30 

0 - 2 

OPERP.'riNG SPECIFICATIOllo;:: (Refer to Process Bulletin B-G-2 for General 
specifications) 

1. Slurry SettingTirr.e, :ninut.es 2 - ? 
/ 

2. Wet Slurry ".!/eight, ]:)OW1dS per cu. ft. 75 - 85 

J. Wet Compre(';~;ive; Str,-:::nt:"th, pounds per sq. in .. 225 - 400 

PRODUCT SP:<:CIPICi;.'I'IONS: ( Hef,;r to Process Bulletin B-G-4 for General 
S;;ec _i £'ic2tions) 

Length -
Width -

Edges -
Telc -

7' thru lL.' t;n~·icRl 

/,8 11 + 0 -J/32 11 

Do not :Jt-: 1y talc on hoard. Spf.c!cL::l c.:-~n~ is nPeded 
tc> nvuid r,:~:h moi.sture ."'!t take-cL'f to [,void nrollcrs" 
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